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APACER TECHNOLOGY INC. 
1F., NO.32, ZHONGCHENG RD., TUCHENG DIST.,  
NEW TAIPEI CITY, TAIWAN, R.O.C. 
 
The following merchandise was submitted and identified by the vendor as: 
Product Description: PCIe M.2 2280 
Style／ Item No.: PV250-M280/ Sidefill／ No.1, No.2; 
 PV250-M280/ Underfill／ No.1, No.2; 
 PV250-M280/ Without Sidefill／ No.1, No.2 
Quantity: Total 6 pieces 
Testing Period:  Jan. 20, 2025 to Jan. 24, 2025 
 
We have tested the submitted sample(s) as requested and the following results were obtained: 
Test Required： (According to client’s test specification, please see following sheets in detail.) 

1. Pull Test  
 

Test Results： -PLEASE SEE ATTACHED SHEETS- 
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1. Pull Test: 
Test Equipment: 

Name Brand Model Serial No. 

Material Testing System Instron 68TM-5 68TM5B30182 

 
Lab Environmental Conditions: 

Ambient temperature: (25 ± 3) ℃ 
Ambient humidity: (55 ± 20) % RH 

 
Test Location: No. 115-1, Sanjun St., Shulin Dist., New Taipei City, Taiwan 
 
 

Test Method/ Specification: 
Test method: Measure and record the maximum tensile load to the fixture which is mated  
 with the specimen under Monotonic uniaxial loading. 
Crosshead rate: 20 mm/ minute 
Test position:  See page 4 
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Specimen: 
Style／ Item No.: PV250-M280/ Sidefill／ No.1, No.2; 
 PV250-M280/ Underfill／ No.1, No.2; 
 PV250-M280/ Without Sidefill／ No.1, No.2 
Quantity: Total 6 pieces 

 
Test Result: 

Check Item 
 

Style／ Item No.    
Maximum Tensile Load 

Unit: kgf 

PV250-M280/ Sidefill／ No.1 22.27 

PV250-M280/ Sidefill／ No.2 27.48 

PV250-M280/ Underfill／ No.1 70.29 

PV250-M280/ Underfill／ No.2 48.62 

PV250-M280/ Without Sidefill／ No.1 10.20 

PV250-M280/ Without Sidefill／ No.2 14.05 
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Test Photos: 

  
1. Appearance of specimen: PV250-M280/ Sidefill 

  
2. Appearance of specimen: PV250-M280/ Underfill 

  
3. Appearance of specimen: PV250-M280/ Without Sidefill 
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Test Photos -- Continued: 

  
4. Pull Test 

─ ─ ─ The End of Test Report ─ ─ ─ 
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